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Aluminium based alloys
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Type / code

Covered electrodes

C
A

R
B

O
 A

lS
i 5

 AlMgSi0,5

 Al99

 E-Al
 Al99,5

 AlMnCu

 AlMg2Mn0,8

 AlMg1

 G-AlSiMg
 G-AlSi5Mg
 G-AlSi8Cu3

 suitable, anodic oxidation (anodize)
 after anodising discoloration of the seam will occur.

suitable

 G-AlSi6Cu4

 G-AlSi10Mg
 G-AlSi10Mg(Cu)

 AlMgSi1
 AlMg1SiCu
 G-AlSi12

 G-AlSi11
 G-AlSi12(Cu)

C
A

R
B

O
 A

LM
N

               Filler metal   

 Al99,7

     Base metal 

 Al99,8

very suitable

 G-AlMg3Si

 G-AlSi9Mg

C
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R
B

O
 A

L 
99

,8

 AlMg1,8
 AlMg3

 AlMn0,6
 AlMn1

 AlMgSi
 AlMgSi0,7


